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TESTING LABORATORIES, INC.
HIGH TECHNOLOGY CNL ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr. • P.O. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

(-------------------------------------------------------------------------------------------

STAN MICHALS 
BROHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

_______________________________________________________________

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 01/19/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950120108 
01/20/95 
06:45 AM 
01/23/95

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, unhos/cm 1387. 
Hardness 499.
PH 8.21
Solids, Dissolved, mg/1 1100. 
Solids, Suspended, mg/1 70.0
Turbidity, NTTJ

INORGANIC & NONMETALLIC VALUE

Alkalinity 64.0
Bicarbonate 78.1
Carbonate, mg/1 0.00
Chloride, mg/1 5.00
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 .433
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 707.

QUALITY CONTROL VALUE

Major Anion Sun, meq/L 16.16 
Major Cation Sun, meq/L 15.29 
Anion-Cation Balance, % -2.77

Aluminum .587 5.47
Antimony
Arsenic .005 .019
Barium
Berylliun 
Boron
Cadmium .008 <.001
Calcium
Chromium
Cobalt

144.

Copper
Gold

.082 .415

Iron <.050 .546
Lead
Lithium
Magnesium 38.1
Manganese
Mercury
Molybdenum
Nickel

2.77 3.82

Potassium 6.73
Selenium
Silicon
Silver
Sodium
Strontiun

108.

Vanadium
Zinc .093 1.03

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY

DATE



TESTING LABORATORIES. INC.
hiGm technology OH analysts 
ANO ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • PO Box 3388 • Rapid City, SD 57709 
(605) 348-0111

STAN MICHALS 
BROW MINING CORP. 
P.O. BOK 485 
DEADWOOD, SD 57732

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 01/19/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950120108 
01/20/95 
06:45 AM 
01/23/95

PHYSICAL PROPERTIES

Conductivity, isshos/cm
Harness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, ng/1 
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg 
Cyanide, WAD, mg/1 
Cyanide, Free, rag/1 
Fluoride, mg/1 
Nitrogen, Ananonia, rag/1 
Nitrogen, Nitrate, mg/l 
Nitrogen, Nitrite, 
Sulfate, mg/1

in

QUALITY CONTROL

r/l
r/l

Major Anion Sub, meq/L 
Major Cation Sun, neq/L 
Anion-Cation Balance, %

VALUE

1387.
499.

8.21
1100.

70.0

VALUE

64.0
78.1 
0.00 
5.00 
<.010

.433

707.

VALUE

16.16
15.29
-2.77

METALS ag/1

Alminuu
Ant iBony
Arsenic
Bariua
Beryl 1 nm

Boron
CaAnium
Calcium
Chroamra
Cobalt
Copper
Gold
Iron
Lead
Lithiw
Magnesium
Manganese
Mercury-
Mo lybdenum
Nickel
Potassium
Seleniua
Silicon
Silver
Sodiian
Strontium
Vanadium
Zinc

144

38
2

108

008

082

050

1
77

73

TOTAL 

5.47 

019

001

415 

546

82

093 03

SPECIAL TESTS 

ACIDITY

VALUE

<10.0

DATE



SURFACE WATER STREAM GAUGING - FIELD FORM

DATE: CJA-M, 1$ TIME: /£>.’/ METER USED:

SAMPLER: STREAM WIDTH:

STATION NO: Z Ia/- £ Q TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (decrees O: O * /
FILTERED METALS (Yes/No):

pH: 8 <6 & NUMBER/TYPE BOTTLES:

CONDUCTIVITY lumhos/cml: / 6 C O FLOW Itroml: f~Rd Z (SPA/

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs

TOTAL

COMMENTS: CtfoPF^O f/bC-G /// / C& S/W PCCl

l-ORMS'.SIfU-'WTR.FllM



TESTING LABORATORIES, INC.
HIGH TECHNOLOGY oil ANALYSIS 
ano environmental TESTING

MID-CONTINENT

2381 S Plaza Dr • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

X-----------------------------------------------------------------------------------------------------------------------------------------------------------------------------s

STAN MICHALS 
BRGHM MINING OGRP.
P.O. BOX 485 
DEADWOOD, SD 57732

,________ ____________________________________________________ ,

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 02/16/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUfBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950217107 
02/17/95 
07:05 AM 
02/20/95

PHYSICAL PROPERTIES VALUE

Conductivity, uuhos/cm 1391. 
Hardness 506.
PH 7.22
Solids, Dissolved, mg/1 1000. 
Solids, Suspended, mg/1 <10.0 
Turbidity, NTU

INORGANIC & NONHETALLIC VALUE

Alkalinity 60.0
Bicarbonate 73.2
Carbonate, mg/1 0.00
Chloride, mg/1 6.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 .241
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 700.

QUALITY CONTROL VALUE

Major Anion Sian, meq/L 15.96 
Major Cation Smn, meq/L 15.30 
Anion-Cation Balance, % -2.12

METALS mg/1 DISSOLVED TOTAL

Aliminumi .058 .812
Antimony • •

Arsenic .002 .003
Barium • •

Beryl lim • •

Boron • •

Cackni um .004 .005
Calcium 141. •

Chromium • •

Cobalt • •

Copper .017 .055
Gold • •

Iron .124 .436
Lead • •

Lithiira • •

Magnesium 37.4 •

Manganese 2.83 2.89
Mercury • •

Molybdenum • •

Nickel • •

Potass iun 8.29 •

Selenium • •

Silicon • •

Silver • •

Sodiim 112. •

Strontium • •

Vanadium • •

Zinc .056 .114

SPECIAL TESTS VALUE

ACIDITY <10.0



/

TESTING LABORATORIES, INC.
HIGH TECHNOLOGY Oil ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr. • P.O. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

-------------------------- - ----- -—-------------------- >

STAN MICHALS 
BROW MINING OCRP.
P.O. BOX 485 
DEADWOOD, SD 57732

---------------------------------------------------------------------------------------------

SAMPLE NAME! SW-28 
DESCRIPTION:
SAMPLE DATE: 02/16/95 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950217107 
02/17/95 
07:05 AM 
02/20/95

PHYSICAL PROPERTIES

Conductivity, umhos/an
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, NAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

QUALITY CONTROL

Major Anion Sum, meq/L 
Major Cation Sun, meq/L 
Anion-Cation Balance, %

VALUE METALS mg/1 DISSOLVED TOTAL

1391. Aluminum .058 .812
506. Antimony • •

7.22 Arsenic .002 .003
1000. Barium • •
<10.0 Beryllium

• •

• Boron • •
Cadmium .004 .005
Calcium 141. •

VALUE Chromium
• •

Cobalt
• •

60.0 Copper .017 .055
73.2 Gold • •
0.00 Iron .124 .436
6.50 Lead

• •
<.010 Lithium

• •

• Magnesium 37.4
•

• Manganese 2.83 2.89

• Mercury • •
• Molybdenum •.241 Nickel •
• Potassium 8.29 a700. Selenium a •

Silicon « •
Silver • •

VALUE Sodium 112. •
Strontium • •

15.96 Vanadium • •
15.30 _ Zinc .056 .114
-2.12

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY: 

DA'

Z7
2i



SURFACE WATER STREAM GAUGING - FIELD FORM

DATE: F£r • 10? TIME: J£> o i2 0 METER USED:

SAMPLER: STREAM WIDTH:

STATION NO: TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees Q: 1 , l FILTERED METALS (Yes/No):

pH: 7 • 0 7 ^
NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm): /&/Q FLOW (gptn):

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qrf, I

TOTAL

COMMENTS:

fusv/ >C&

FORMS J11FWTR FRM



TESTING LABORATORIES, INC.
HIGH TECHNOLOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr. • PO. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

/

STAN MICHALS 
BROHM MINING C0RP.
P.O. BOX 485 
DEADWOOD, SD 57732

\____ __)

SAMPLE NAME: SW-28 
description:
SAMPLE DATE: 03/09/95 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950314101 
03/14/95 
08:20 AM 
03/15/95

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, imhos/cm 1145.
Hardness 419.
PH 7.36
Solids, Dissolved, mg/l 589.
Solids, Suspended, mg/1 44.0
Turbidity, NTH

INORGANIC & NONMETALLIC VALUE

Alkalinity 47.0
Bicarbonate 57.3
Carbonate, mg/1 0.00
Chloride, rag/1 3.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 .356
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 542.

QUALITY CONTROL VALUE

Major Anion Sub, meq/L 12.34 
Major Cation Sub, meq/L 11.67 
Anion-Cation Balance, & -2.78

A1 uni nun .156 3.67
Antimony • •

Arsenic .002 .013
Bariun • •

Beryllium • •

Boron • •

Caukniun .014 .019
Calcium 115. •

Chromium • •

Cobalt • •

Copper .024 .184
Gold • •

Iron <.050 .435
Lead • •

Lithiun • •

Magnesium 31.9 •

Manganese 2.84 3.25
Mercury • •

Molybdenum • •

Nickel • •

Potassium 5.62 •

Selenium • •

Silicon • •

Silver • •

Sodium 70.4 •

Strontium • •

Vanadium • •

Zinc .172 .992

SPECIAL TESTS VALUE

ACIDITY <10.0



2381 S. Plaza Dr. • P.O. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

STAN MICHALS 
BROHM MINING CORP.
P.O. BOX 485 
DEADWOQD, SD 57732

v._____________________________________________________________________

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 03/09/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950314101 
03/14/95 
08:20 AM 
03/15/95

PHYSICAL PROPERTIES VALUE METALS inc/1 DISSOLVED TOTAL

Conductivity, umhos/cm 1145. Aluminum .156 3.67
Hardness 419. Antimony •

PH 7.36 Arsenic .002 .013
Solids, Dissolved, mg/1 589. Barium •

Solids, Suspended, mg/1 44.0 Beryllium ■

Turbidity. NTU • Boron •

INORGANIC & NONMETALLIC VALUE

Cadmium
Calcium
Chromiurn

.014
115.

.019

•

•

Cobalt •

Alkalinity 47.0 Copper .024 .184
Bicarbonate 57.3 Gold •

Carbonate, tug/1 0.00 Iron <.050 .435
Chloride, mg/1 3.50 Lead •

Cyanide, Total, ng/1 <.010 Lithium • . - • *

Cyanide, WAD, mg/1
•

Magnesium 31.9
•

Cyanide, Free, mg/1
• Manganese 2.84 3.25

Fluoride, mg/1
• Mercury •

Nitrogen, Aumonia, mg/1
•

Molybdenum •

Nitrogen, Nitrate, mg/1 .356 Nickel •

Nitrogen, Nitrite, mg/1
• Potassium 5.62

•

Sulfate, mg/1 542. Selenium •

QUALITY CONTROL VALUE

Silicon
Silver
Sodium 70.4

•

•

*
— Strontium •

Major Anion Sum, meq/L 12.34 Vanadium •

Major Cation Sun, meq/L 11.67 Zinc .172 .992
Anion-Cation Balance, %

SPECIAL TESTS

ACIDITY

-2.78

VALUE

<10.0 APPROVED BY:

DATE:



SURFACE WATER STREAM GAUGING - FIELD FORM

DATE-MkZCH Q<? TIME: METER USED:
J<??s

SAMPLER: (ZaHW STREAM WIDTH:

STATION NO: TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): 0* : FILTERED METALS (Ycs/No):

dH: ^ NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm): 6 FLOW (gpm): \ £T <•" ~T.

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs ||

TOTAL

COMMENTS: ACfiLCljC A7_______  JV</ C>Ot€

CoU&T/QN _____________________

FORMSSURFWTR FILM



TESTING LABORATORIES, INC.
HIGH TECHNOLOGY Oil analysis 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr. • P.O. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

■

STAN MICHALS 
BROUM MINING CORP.

\

P.O. BOX 485 
DEADWOOD, SD 57732

__J

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 04/12/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950414108 
04/13/95 
04:00 PM 
04/14/95

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, imhos/cm 991. Aluminum <.050 1.96
Hardness 396. Antimony • •

PH 6.63 Arsenic <.005 <•005
Solids, Dissolved, mg/1 509. Barium • •

Solids, Suspended, mg/1 10.0 Beryl 1iim • •

Turbidity, NTD • Boron
C acini uui 
Calcium

•

.012
103.

•

.013
•

INORGANIC & NONMETALLIC VALUE Chromium • •

Cobalt • •

Alkalinity 24.0 Copper .047 .130
Bicarbonate 29.3 Gold • •

Carbonate, mg/1 0.00 Iron .088 .432
Chloride, mg/1 2.50 Lead • •

Cyanide, Total, mg/1 <•010 Lithium • •

Cyanide, WAD, mg/1 • Magnesium 33.7 •

Cyanide, Free, mg/1 • Manganese 2.99 3.34
Fluoride, mg/1 • Mercury • •

Nitrogen, Ammonia, mg/1 • Molybdenum • •

Nitrogen, Nitrate, mg/1 .381 Nickel • •

Nitrogen, Nitrite, mg/1 • Potassium 5.23 •

Sulfate, mg/1 488. Selenium
Si1icon 
Silver

•

•

•

•

•

•

QUALITY CONTROL VALUE Sodium 45.8 •

Strontium • •

Major Anion Sum, meq/L 10.73 Vanadium • •

Major Cation Sum, meq/L 
Anion-Cation Balance, %

SPECIAL TESTS

10.14
-2.80

VALUE

Zinc .479 .632

ACIDITY <10.0 APPROVED BY:

DATE



2381 S. Plaza Dr. • P.0 Box 3388 • Rapid City. SD 57709 
(605) 348-0111

STAN M1CHALS 
BROHM MINING CGRP.
P.O. BOX 485 
DEADWOOD, SD 57732

________________________________________________________________

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 04/12/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950414108 
04/13/95 
04:00 PM 
04/14/95

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/an 991.
Hardness 396.
PH 6.63
Solids, Dissolved, mg/1 509.
Solids, Suspended, mg/1 10.0
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 24.0
Bicarbonate 29.3
Carbonate, mg/1 0.00
Chloride, mg/1 2.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Aumonia, mg/1 
Nitrogen, Nitrate, mg/1 .381
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 488.

QUALITY CONTROL VALUE

Major Anion Sim, meq/L 10.73 
Major Cation Sim, meq/L 10.14 
Anion-Cation Balance, % -2.80

METALS mg/1 DISSOLVED TOTAL

Aluminim
Antimony

<.050 1.96
•

Arsenic
Barium
Beryllium
Boron

<.005
•

•

a

<.005
a

a

a

Cadmium .012 .013
Calcium
Chromiim
Cobalt

103.
a

•

a

a

a

Copper
Gold

.047 .130
a

Iron
Lead
Lithium

.088
a

•

.432
a

•

Magnesium 33.7 a

Manganese
Mercury
Molybdenum
Nickel

2.99
a

•

•

3.34
•

a

a

Potassium
Selenium
Silicon

5.23
•

•

a

a

a

Silver
Sodium

•

45.8
a

a

Strontium
Vanadium
Zinc

a

•

.479

a

.632



SURFACE WATER STREAM GAUGING -_F1ELD FORM

DATE: APP/L lZ TIME: 33> 1C METER USED:
/?9S j ,

SAMPLER: c/cJ/VA/ STREAM WIDTH:

STATION NO: ^3 1a/-<£T f) TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): 3. 3 FILTERED METALS (Yes/No):

pH: ?3 — NUMBER/TYPE BOTTLES:

CONDUCTIVITY tumhos/cmL 0 0 FLOW (gpm): / 3, ^

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs

TOTAL

I

/
COMMENTS: . fa 3?A ^ / ! 3 ~ / 3,

/

FOIUUS\SURFWTR FRM



TESTING LABORATORIES, INC.
HIGH TECHNOLOGY oil analysis 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S Plaza Dr • RO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

r

STAN MICHALS 
BROW MINING CORP.

\

P.O. BOX 485 
DEADWOOD, SD 57732

V

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 05/04/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950509207 
05/09/95 
07:00 AM 
05/09/95

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

QUALITY CONTROL

Major Anion Sum, meq/L 
Major Cation Sum, meq/L 
Anion-Cation Balance, %

VALUE METALS mg/1 DISSOLVED TOTAL

933. Aluminum 1.11 1.72
309. Antimony • •

6.64 Arsenic <.005 <.005
480. Barium • •

14.0 Beryllium • •

• Boron • •

Cadmium .005 .012
Calcium 87.8

VALUE Chromium • •

Cobalt • •

28.0 Copper .022 .125
34.2 Gold • •

0.00 Iron <.050 .331
4.00 Lead • •

<.010 Lithium • •

• Magnesium 21.7 •

• Manganese .822 2.62
• Mercury • •

• Molybdenum • •

.798 Nickel •

• Potassium 4.74 •

413. Selenium • •

Si1icon • •

Silver • •

VALUE Sodium 71.7 •

Strontium •

9.32 Vanadium •

9.44 Zinc .128 .414
0.61

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY: 

DATE:



2381 S. Plaza Dr • P.O Box 3388 • Rapid City, SD 57709 
(605) 348-0111

STAN MICHALS 
BROHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

«.________________________________________________________________________________________________________

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 05/04/95

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19950509207 
05/09/95 
07:00 AM 
05/09/95

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm 933. Aluminun 1.11 1.72
Hardness 309. Antimony a •

PH 6.64 Arsenic <.005 <.005
Solids, Dissolved, mg/1 480. Barium • •

Solids, Suspended, rag/1 14.0 Beryllium • •

Turbidity, NTU • Boron
Cactaii uni
Calcium

•

.005
87.8

•

.012
•

INORGANIC & NONMETALLIC VALUE Chromium , • •

Cobalt • «

Alkalinity 28.0 Copper .022 .125
Bicarbonate 34.2 Gold • •

Carbonate, mg/1 0.00 Iron <.050 .331
Chloride, mg/1 4.00 Lead a •

Cyanide, Total, mg/1 <.010 Lithium • •

Cyanide, WAD, mg/1
• Magnesium 21.7 •

Cyanide, Free, mg/1 • Manganese .822 2.62
Fluoride, mg/1 • Mercury • a

Nitrogen, Ammonia, mg/1 • Molybdenum • a

Nitrogen, Nitrate, mg/1 .798 Nickel • a

Nitrogen, Nitrite, mg/1 a Potassium 4.74 a

Sulfate, mg/1 413. Selenium
Si1icon
Silver

•

•

•

a

•

a

QUALITY CONTROL VALUE Sodiun 71.7 a

Strontium a a

Major Anion Sum, meq/L 9.32 Vanadium • a

Major Cation Sum, meq/L 
Anion-Cation Balance, %

SPECIAL TESTS

9.44
0.61

VALUE

Zinc .128 .414

ACIDITY <10.0 APPROVED BY:

DATE:
^ Jr-oj. ^_______________________________________



SURFACE VN A I LK STREAM GAUGING - HELD FORM

Interval Midpoint Width Depth Area (sft) Velocity (fps)
Qcfs ||

TOTAL

COMMENTS:

FORMS\SlTlFWTR.FRJ4


